
• Testing of Metal, Rubber, Plastic, Dental.
• Failure analysis of components,
• Calibration of Shore hardness testers & Load cells.
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Kothrud, Pune - 411 038 .

Tel.: +91 - 20 - 2528 1584,

Cell: 94225 69860, 96650 11314,
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TEST REPORT
Report No: Praj/2012-10/ 237 C Date: 06/11/2012
Customer's Name : ConinsPune
Address : 885/1/4,Bhandarkar Road ,Deccan Gymkhana ,Pune-411 004
Reference : Letter Dated 20. 10.20 I2

Kind Attention : Mr.Deelip Patil(Director)
Subject : Testing of Acrylic Conformal Coating Samples.

1.0 SAMPLE IDENTIFICATION: ACRYLCOAT, AHV 60

Sr. Test Description StandardUnitResults
No. 1

Viscosity IS 1448(P25) 2007Cst(Sentipoise)22.53 (22.53)

2

Specific GravityLab.Method-- 0.860

(At 25°C) 3

Coating ThicknessMicroscopic Method
(Single Coat)

Microns17

4

Flexibility Lab. MethodnNo evidence of cracking noted.

5

Flammability UL 94 GuidelinesnCoating is Self Extinguishing

(Vertical)
/Non Burning.
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